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Created with NETZSCH Proteus software

Identity :

Date/time :

Laboratory :

Operator :

Project :

Sample/shape :

505010-60cure

23/07/2013 15:06:08

STFC

SJC

ATLAS

505010-60cure/Cubic

Sample dim. :

Deform. mode :

Amplitude :

DF/CSF :

PF :

Material :

10.000x10.000x3.400 mm

3pt bending 10

2.00...5.00 um

3.00 N / 0.10 N 

1.10 

EPOXY

Temp. range :

Segments :

Frequency :

Atmosphere :

Flow rate :

Smoothing :

30.0°C/5.0(K/min)/-100.0°C

1/5

1Hz;2Hz;5Hz;10Hz;20Hz

HE

40 ml/min

1e-005/1 - 0

Calibration :

Calibration :

Calibration :

Calibration :

Temp.calib. :

130513.mm2

230513-3mm-pen.em2

3ptbend-10mm.cm2

rotation_tuning.rm2

130520-SJC.tm2

Instrument : NETZSCH DMA 242 File : Y:\data\130719 atlas-flex-5050-6.ngb-dm2 Remark : 5050-10% 5U  50C 1 WK

Created with NETZSCH Proteus software

[#] Type

[seg] Dynamic

Range

-100.0°C/3.0(K/min)/100.0°C

Amplitude

5.00 um

DF/CSF

3.50 N / 0.10 N 

PF

1.10 

Frequency

1Hz;2Hz;5Hz;10Hz;20Hz

Corr.

---

[#] Type

[seg] Dynamic

Range

100.0°C/3.0(K/min)/-100.0°C

Amplitude

5.00 um

DF/CSF

3.50 N / 0.10 N 

PF

1.10 

Frequency

1Hz

Corr.

---

Identity :

Date/time :

Laboratory :

Operator :

Project :

505010-60cure

23/07/2013 15:06:08

STFC

SJC

ATLAS

Sample/shape :

Sample dim. :

Deform. mode :

Material :

Segments :

505010-60cure/Cubic

10.000x10.000x3.400 mm

3pt bending 10

EPOXY

5

Atmosphere :

Flow rate :

Smoothing :

Calibration :

Calibration :

HE

40 ml/min

1e-005/1 - 0

130513.mm2

230513-3mm-pen.em2

Calibration :

Calibration :

Temp.calib. :

3ptbend-10mm.cm2

rotation_tuning.rm2

130520-SJC.tm2

Instrument : NETZSCH DMA 242 File : Y:\data\130719 atlas-flex-5050-6.ngb-dm2 Remark : 5050-10% 5U  50C 1 WK


